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52(b) (7) Procedures and equipment for placing grout; 

 

a. 

 

1. We propose to use Type I- II Portland cement with a water cement ratio of .45 per PTI 

recommendations. Trial Batch was performed on 5/2/14 by Thomas Drilling & Blasting 

at their shop in Spofford, NH.  

 

2. See attached test results indicating compressive strengths at three (3) Days. Reports for 

seven (7), fourteen (14), and twenty-eight (28) day intervals will be sent when completed. 

 

3. Specific Gravity of mix was taken by utilizing Baroid Mud Balance (per American 

Petroleum Institute (API) recommended practice (RP) 13B-1) on 5/2/14 and the reading 

was 1.90. 

 

b.   Specific Gravity of the mix will be performed on site by utilizing Baroid Mud Balance per 

      American Petroleum Institute (API) recommended practice (RP) 13B-1. 

       

 

c.    TDB will provide pressure gauges capable of measuring actual grout pressures used and 

       such that actual pressure readings are within the middle third of the gauge. 

 

 

 

 

 


