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PLEASE PROVIDE THREAD LENGTH AND PITCH FOR RODS
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Text Box
SINCE USING A GMAW PROCESS, NEED TO IDENTIFY WELD CLEANING PROCESS (EG: NEEDLE SCALER OR WHEELABRATOR) OF THE WELDS PRIOR TO GALVANIZING.
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