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PRODUCT INFORMATION

applications
Pile caps	 Grade beams	 Dams
Blindside walls	 Bulkheads	 Column pockets	
Retaining walls	 Keyways	 Ductbanks
Footings	 Tunnels	 Shotcrete/Gunite

features & benefits
• Reduced labor cost—no stripping costs (bracing only)
• Lightweight sheets are easy to work with (install, cut, bend, etc.)
• Easy rebar and conduit penetrations
• Visual inspection of concrete pour and consolidation
• Retains surrounding soil while forming below grade structures
• Permits water to run out of formwork during concrete pour

Stay-Form is made from hot-dipped galvanized sheet steel per ASTM-A525

*Also available in 10’ and 12’ lengths

   Stay-Form	 #66 - 26 Gauge

	 V-Ribs	 3/4” deep and 3 7/8” on center

	 Sheet size	 27” wide x 97” long*

	 Pallet	 250 sheets per pallet (4500 sq. ft.)

	 Bundle	 5 sheets (90 sq. ft.)

.375”

.234”

7 spaces @ 3 7/8” = 27 1/8” – 1/8”

97
” –

 1 /
2”

+

3/4” rib height (8 ribs)

Expanded 
mesh  
between 
solid ribs

+

	 Weight	 11.9 lbs. per sheet (18 sq. ft. per sheet)



BULKHEADS

Stay-Form is an excellent product 
for forming bulkheads because it 
does not have to be stripped out 
after the concrete pour. (Plywood 
and modular forms have to be 
stripped.) There is also no scrab-
bling required in order to prepare 
the surface for the next pour.

•	 Rebar or metal fabricated brac-
ings are left in the pour – no 
stripping required

•	 The sheets are lightweight and 
can easily be bent to form a 
keyway.

•	 Stay-Form can be cut in order 
to accommodate any rebar or 
conduit penetrations.

•	 Visual inspection of the concrete 
consolidation is also accom-
plished due to the open herring 
bone mesh.

•	 Stay-Form provides greater shear 
bond strengths due to the open 
mesh and the V ribs (or “mini-
keyways”).
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PILE CAPS

When forming below grade struc-
tures like a pile cap, Stay-Form 
can save a considerable amount of 
labor. You have no labor for strip-
ping forms. If rebar or metal is 
used for bracing, it stays in place. 
(Wood bracing has to be removed.)  
Some contractors backfill around 
the Stay-Form prior to the pour 
therefore they minimize bracing. 

•	 Contractors can cut the V ribs in 
order to bend the sheets to any 
geometry.

•	 During the concrete pour any 
water in the form will run out  
of the Stay-Form as it is dis-
placed by the concrete (no 
pumping it out).

•	 Concrete finish is not a concern 
since backfill or a slab-on-grade 
concrete pour is a typical design 
with a pile cap foundation.
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GRADE BEAMS

Grade beams are easily formed us-
ing Stay-Form and rebar or lumber 
as bracing. Some contractors prefer 
to backfill 75 to 90 percent up the 
grade beam prior to the concrete 
pour in order to minimize the 
required bracing.  Backfilling acts 
as the bracing which will stop the 
formwork from spreading during 
the pour.

•	 Using tie wire around the Stay-
Form ribs and rebar or lumber is 
easy to do.

•	 Since the Stay-Form is not 
stripped, the excavation re-
quired is less than what would 
be needed using conventional 
formwork.

•	 Some contractors use Stay-Form 
to hold the surrounding soil 
from falling in on the grade 
beam excavation and reinforcing 
steel.
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DUCTBANKS

Electrical contractors find it easier 
to form duct banks with Stay-Form 
than with plywood or conventional 
forming systems. The learning 
curve to train personnel how to 
install Stay-Form is quick, and the 
labor savings are significant due to 
the fact that form stripping is not 
necessary.  	

•	 Attaching Stay-Form to rebar 
supports is easily accomplished 
with tie wire.

•	 A 2x4 (from rebar to rebar) 
across the top of the duct bank 
prevents the formwork from 
spreading during the pour.

•	 Visual inspection of the concrete 
consolidation is also an advan-
tage when using Stay-Form in 
order to avoid honey combing 
or bug holes.
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BLINDSIDE WALLS

When a contractor has to form a 
concrete wall within a few inches 
of an existing structure, Stay-Form 
is an excellent product. By utilizing 
Stay-Form with rebar studs, hook 
ties, and a modular form system, 
a one sided form can be accom-
plished. If you do not have the 
luxury or room to strip formwork, 
Stay-Form is the right product for 
the job.

•	 The V ribs run perpendicular to 
the vertical rebar studs which 
gives the Stay-Form the rigidity 
to withstand the concrete pres-
sures.

•	 Stay-Form can be slit with tin 
snips to accommodate the rebar 
hook tie.

•	 Concrete pours in 3- to 4-foot 
lifts are preferable with this 
form system.
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Blindside Wall Form Using Stay-Form
NOTES:

1. Wire tie Stay-Form to rebar every other rib.

2. Lap Stay-Form sheets over a rebar support.

3. Two rib minimum lap vertically, 4”-6” lap horizontal.

4. Recommended pour rate is 3’ to 4’ per hour.

5. Do not vibrate previous lift by more than 6”.
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NOTES:

After hook tie has been inserted through the slit in 
the Stay-Form and engages the rebar stud, a keeper 
is then secured with a washer and nut.

Hook Tie Installation for Blindside Wall Applications  
Using Stay-Form

BLINDSIDE WALLS



SHOTCRETE

Using Stay-Form as a backstop for 
shotcrete applications has many 
advantages. It can be bent to any 
radius and is easily wire-tied to the 
reinforcing steel that will form the 
structure. The open herring bone 
mesh and V ribs do a great job in 
catching the shotcrete while mini-
mizing the amount of rebound.

•	 To visually see both sides of the 
shotcrete formwork is advanta-
geous.

•	 The lightweight sheets are user-
friendly to install for any shot-
crete application.

•	 Contractors can shotcrete one 
side of the formwork one day 
and the other side the following 
day.
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	 Yield Strength	 27.63 ksi (190.50 MPa)

	 Yield Strain	 0.00297

	 Ultimate Strength	 50.28 ksi (346.68 MPa)

	 Ultimate Strain	 0.25

	 Modulus of Elasticity (E)	 29,500 ksi (203,400 MPa)

	 Gauge thickness	 26

	 Galvanized Sheet Thickness*	 0.0217 in. (0.5512mm)

	 Final Sheet Dimensions	 97 x 27 in. (675 x 2425mm)

	 Weight 	 0.66 lbs/ft2 (3.22 kg/m2)

	 Effective Cross-Sectional	 0.2614 in.2 (168.62mm2)
	 Area of One Sheet 		

	 Flexural Rigidity (EI) 	 176 kip.in.2 (504634 kN.mm2)

	 Moment of Inertia (I) 	 0.0081 in.4 (3357 mm4)

TEST DATA

Physical properties of Stay-Form

	D escription	 Standard Grade #66	

*Based on Cold-Formed Design Manual (2002) and Steel Products Manual (1999)

This data is based on results from testing conducted by an independent testing lab. For more 
information on the details of the testing, contact AMICO at 800-366-2642.



TEST DATA

Carlson Testing, Inc.
P.O. Box 23814   •   Tigard, Oregon 97281   •   Phone (503) 684-3460   •   Fax (503) 684-0954

Shear Bond Strength (Modified ASTM C482):

The 5/6 day shear bond test data indicated that the Stay-Form #66 test was 41% greater than that of 
the identically cast test specimen using the B-Matte form board material.

The 13/14 day shear bond test data indicated that the Stay-Form #66 test was 20% greater than that 
of the identically cast test specimen using the B-Matte form board material.

The 27/28 day shear bond test data indicated that the Stay-Form #66 test was 21% greater than that 
of the identically cast test specimen using the B-Matte form board material.

	 13/14 day	 12,750 lb.	 200.3 psi	 16,200 lb.	 249.7 psi

	 27/28 day	 15,200 lb.	 238.9 psi	 19,525 lb.	 303.9 psi

	 5/6 day	 15,725 lb.	 244.6 psi	 26,700 lb.	 414.9 psi

	 	 B-Matte	 B-Matte Shear	 Stay-Form	 Stay-Form Shear
	 Test Age	 Total Load	 Bond Strength	 Total Load	 Bond Strength
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Stay-Form, when used for bulkheads, outperforms traditional plywood for shear 
bond strength by as much as 21%.
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TEST DATA

Carlson Testing, Inc.
P.O. Box 23814   •   Tigard, Oregon 97281   •   Phone (503) 684-3460   •   Fax (503) 684-0954

Determining Bond Strength Between Hardened Roller Compacted Concrete 
and Other Hardened Cemintatious Mixtures - ASTM C1245:

Note: Procedures described in ASTM C12455 state that this method is applicable to all typ eof latered 
concrete construction involving an upper layer of concrete or mortar bonded to an underlaying layer 
of concrete or mortar where the total depth is sufficient to meet the minimum specimen length and 
diameter requirements of the test method.

Specimen size: 4” diameter x 8” length (drilled cores)

At 5/6 days, the tensile strength (bond) test data indicated that the Stay-Form #66 test was 36% 
greater than that of the identically cast test specimen using the B-Matte form board material.

At 13/14 days, the tensile strength (bond) test data indicated that the Stay-Form #66 test was 30% 
greater than that of the identically cast test specimen using the B-Matte form board material.

At 27/28 days, the tensile strength (bond) test data indicated that the Stay-Form #66 test was 25% 
greater than that of the identically cast test specimen using the B-Matte form board material.

Note 1: Roughing of the B-Matte bulk head surfaces to a depth of approximately 1/4-inch was done 
to all B-Matte specimens cast prior to the adjacent pour.

Note 2: No visible voids or air pockets were noted around the concrete adjacent to the Stay-Form 
#66 bulk head, or for that matter, any bulk heads of specimens tested.

	 13/14 day	 2,150 lb.	 134 psi	 3,075 lb.	 192 psi

	 27/28 day	 2,425 lb.	 152 psi	 3,250 lb.	 203 psi

	 5/6 day	 2,225 lb.	 139 psi	 3,475 lb.	 217 psi

	 	 B-Matte	 B-Matte Shear	 Stay-Form	 Stay-Form Shear
	 Test Age	 Total Load	 Bond Strength	 Total Load	 Bond Strength



INSTALLATION NOTES
The AMICO rule of thumb is to “brace Stay-Form like you would a piece of plywood.” The use of 
rebar, strongbacks, walers, kickers, etc. (location, size and spacing) is similar to that for conventional 
forming methods per ACI 347, Guide to Formwork for Concrete.

NOTES: 
• 4”-6” minimum lap between running Stay-Form sheets
• 2-rib minimum lap between stacked Stay-Form sheets
• 16-gauge tie wire every other rib at lap (or as needed)
• Tie wire around rib and bracing is preferred.
• Bracing where sheets lap is also necessary.
• Attach Stay-Form to bracing with wire, staples, roofing nails or similar.
• Notch ribs to make 90 degree turns; ribs face into the concrete pour.
• Cut Stay-Form sheets with a grinder, abrasive blade or tin snips.

Stay-Form Sheet Tie Wire Lap Detail

Two Rib  
Minimum Lap

97”

4” Minimum Lap
(Bracing at lap is recommended)

x
x
x
x
x
x
x
x

x  x  x  x  x

NOTE: X denotes 16-gauge tie wire

27”
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www.amico-stayform.com

Locations coast to coast to serve you better!

Birmingham, AL	
800-366-2642

Chicago, IL	
800-238-0322

Dayton, TX	
800-622-5765

Denver, CO	
800-425-5558

Fontana, CA	
800-962-0100

Greenville, SC	
800-476-4430

Houston, TX	
800-433-9945

Lafayette, LA	
800-326-8842

Lakeland, FL	
800-487-2511

N. Kansas City, MO	
800-472-3121

Orem, UT	
800-645-0340

Seattle, WA	
800-859-5363

Visalia, CA	
800-642-4334

Wilmington, DE	
800-476-4430

CANADA

Burlington, ON	
800-663-4474

Montreal, QC	
800-361-0009

Vancouver, BC	
800-665-4474

07/07-7500


